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Material: originalDent. compos. filler (fine)

Description: 2min ultrasonic + water + 0,1%Na4P2O7

.........................................................................................................................................................................................

.........................................................................................................................................................................................Calculation Automatische Modellerkennung

Mode Serial No. 22.2000.00/90771Wet

Beam absorption 11,7 % Pump 65,00 %

-Meas. range 2265,52 µm Cellposition0,10 µm

OnChannels 102 Ultrasonic

Prot.-No.:Scans 100 090188____________________________________________________________
5-99% 01-80µm

Q3(x) [%]Obere Kornklasse [µm]Q3(x) [%]Obere Kornklasse [µm]
5,01,193 0,100 0,0

0,500 0,31,798 10,0
15,0 1,000 3,42,511

2,000 11,53,428 20,0
3,0004,558 25,0 17,8

22,74,0005,861 30,0
7,264 35,0 26,85,000

40,08,750 37,58,000
10,288 10,000 44,145,0

20,000 70,511,897 50,0
13,614 55,0 86,330,000

60,0 94,340,00015,454
65,017,474 98,050,000

55,000 98,919,771 70,0
22,307 75,0 99,460,000

80,0 65,000 99,725,360
70,000 99,928,950 85,0
75,000 100,090,033,912

100,041,400 95,0 80,000
55,767 99,0


