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M67833M67803M67799M67796CV [%]mean µm% <

Glass F515 TTL < 63 TTH <63 original sample M130219
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3Ultrasonics5Pump42.30 [µm]-0.08 [µm]Meas. Range

16.00 %Beam Obscuration51Channels0Scans Coarse100Scans Fine

1.000000e+002TradeOffbroadFraunhoferCalculation

predisp.  in IPA 3min ultrascound LABORETTE 17, measured in IPA in SVADescription

M130219TTH <63 original sampleGlass F515 TTL < 63Material

Personal Report No.:
Dienstag, 17 September 2013
08:32

Date67796Meas.Nr.

24.2199

22.1998

19.4995

17.1790

14.4280

12.4170

10.6160

8.7050

6.2440

3.9930

3.2925

2.7320

2.2515

1.7810

1.255

< µm%

30.099.8

27.599.7

25.099.3

22.598.3

20.095.9

17.591.0

15.082.5

12.570.5

10.056.6

8.046.9

6.540.9

5.035.2

3.526.6

2.012.3

1.03.1

< µm%
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3Ultrasonics5Pump42.30 [µm]-0.08 [µm]Meas. Range

13.00 %Beam Obscuration51Channels0Scans Coarse100Scans Fine

1.000000e+002TradeOffbroadFraunhoferCalculation

predisp.  in EthOh 3min ultrascound LABORETTE 17Description

M1302195 min P6 Al2O3 10 mm ballsGlass F515 TTL < 63Material

Personal Report No.:
Dienstag, 17 September 2013
09:27

Date67799Meas.Nr.

22.4699

20.5898

17.7795

15.3590

12.1980

9.6170

6.9760

4.8450

3.5840

2.7330

2.3725

2.0320

1.7015

1.3610

0.985

< µm%

30.099.9

27.599.8

25.099.6

22.599.0

20.097.6

17.594.5

15.089.0

12.581.1

10.071.5

8.063.9

6.558.1

5.051.0

3.539.1

2.019.5

1.05.2

< µm%
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3Ultrasonics5Pump42.30 [µm]-0.08 [µm]Meas. Range

15.00 %Beam Obscuration51Channels0Scans Coarse100Scans Fine

1.000000e+002TradeOffbroadFraunhoferCalculation

predisp.  in EthOh 3min ultrascound LABORETTE 17Description

M13021915 min P6 Al2O3 10 mm ballsGlass F515 TTL < 63Material

Personal Report No.:
Dienstag, 17 September 2013
11:14

Date67803Meas.Nr.

17.6199

15.6898

12.8195

10.1890

7.1080

5.2370

4.0360

3.1950

2.5540

2.0330

1.7925

1.5620

1.3315

1.0910

0.825

< µm%

30.0100.0

27.5100.0

25.0100.0

22.599.9

20.099.6

17.598.9

15.097.4

12.594.6

10.089.6

8.083.5

6.577.3

5.068.3

3.554.0

2.029.5

1.08.2

< µm%
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3Ultrasonics5Pump42.30 [µm]-0.08 [µm]Meas. Range

15.00 %Beam Obscuration51Channels0Scans Coarse100Scans Fine

1.000000e+002TradeOffbroadFraunhoferCalculation

predisp.  in EthOh 3min ultrascound LABORETTE 17Description

M13021930 min P6 Al2O3 10 mm ballsGlass F515 TTL < 63Material

Personal Report No.:
Dienstag, 17 September 2013
02:17

Date67833Meas.Nr.

18.4699

16.5498

13.4995

10.6990

7.3080

5.2170

3.9560

3.0950

2.4540

1.9330

1.6925

1.4720

1.2515

1.0210

0.755

< µm%

30.0100.0

27.5100.0

25.0100.0

22.599.8

20.099.5

17.598.6

15.096.7

12.593.5

10.088.4

8.082.5

6.576.7

5.068.5

3.555.2

2.031.5

1.09.6

< µm%
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